
What are the metals content in Cogent HPS silica – FAQ
 

Metal ppm Levels specification Found
Na <10 <1
Al <10 <1
Fe <10 <1
Ti <10 <1
K <10 None detected

https://www.mtc-usa.com/category/id/7/hplc-column

